102.18 Zirconium Base Alloys (chip form)

Technical Contact: john.sieber@nist.gov

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM
for their needs. For specific values and uncertainties, the certificate is the only official source.

Elemental Composition (mass fraction, in %)
Unit Size
(in g)

SRM Description C Mn Hf Cu Ni Cr Ti Sn Fe N Al

360b  Zircaloy-4 100 0.011  0.0010 0.008 0.002 0.0025 0.1 0.002 1.55 0.21 0.0045 0.004




